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Aircraft rivet identification.

Material 1100 2117T
. e Dimpiod RIVET IDENTIFICATION
Marking The material can be identified by the head marking
Material
O Rivet Code Head Marking Material
OE| A [pLan(yeq) 1100
AN
Material A AD (@ (] Ao [DimMPLED 2117
Code
AN426 PART NUMBER BREAKDOWN
1000 X X S SBssssssatessnnnnse M320470 AD 4_7
Counter- H
Sunk Head
MS20426 :
AN 470 :
Universal X X : ]
Head .
MS20470 cee MS20470 cevvvee AD **ecrecrensy sesesevensvee]
Heat Treat T Head Material Diameter Length
i
%ifi?:: No No ypeTiea Code Measured Measured
in 32nds in 16ths
Shear ofaninch of aninch
Stren_gth 10000 30000 esssscsenrerssseseveNssnnanae
ps-l Length is measured from the
Bearing top of the flush head and the
Strength 25000 100000 underside of the universal head.

psi




